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BULLE TINB " DESCRIPTICH % POURDS GALLOHS
— 7% 77
076 Calcined Gypsum A A 1150
052 Attagel 40 4,88 150 |
247 Mica “8" {Sericite) 9,76 300
251 Mica P8OF 1,88 150
442 Talcron CP-44-31 4. B8 150
216 Hydrated Lime 0.15 4.5
417 Sodium Citrate (98% -100 mesh) 0.05 1,5
332 Potassium Sulfate (98% =100 mesh) 0,16 5,0
453 Preservative  DeowsCre 75 -0.10 3.0
166 Hamaco 277 Q.74 23
330 . Polyvinyl Alcchol 0.74 23
245 Fhiekerer (Methocel 228) 0.49 15
076" "\ gazeried-eyioun T T N—35077~——1780—|~
1
TOTAL | 100,00 3075

MANUFACTURTING INSTRUCTIONS :

See Process Bulletin No., J-4.

production run,

.

-

of this product.

o NP A b
.

1-4 1bs.

Fi~J-332) from 4-10 1bs,

A thorough clean-out with whiting must be made before and after each

Potassium sulfate may be adjusted between 4 to 10 pounds to adjust set.
Mixing time shall be & minutes minimum and 12 minutes maximum,
Wall Texture or Joint Compounds are to be run immediately after a run

. Special orde: s of SLO¥ SET One DPay Joint Compound can be made by reducing

amount of potassium sulfete (Bulletin No, {0
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